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57 ABSTRACT

A dental mill blank including a resin and a filler, wherein the
blank is fabricated such that it passes a Thermal Shock Test.
The mill blank is substantially free of cracks and discontinui-

ties. Further, the blank may have superior cuttability and
hardness.
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